
INTRODUCTION
India harbours a wealth of natural resources; natural dye is one of them. Natural colourants are

obtained from plants, invertebrates and mineral sources. Majority of them are obtained from other
sources: roots, berries, barks, leaves, flowers, wood and other organic sources such as fungi and
lichens. They are organic compounds having a hydroxyl group in their nucleus and are sparingly
soluble in water (Sinha et al., 2012).

Mostly natural dyes are non-substantive in nature. Hence require mordant’s in order to bind the
dye with the textile fibres. The term mordant is derived from the Latin word mordeo which means to
bite or take hold of (Gohl and Vilensky, 2011). Dyeing with mordant can give excellent fastness
properties and gives a range of different colours and shades with the same natural dyestuff.

Interest in the use of natural dyes has been growing rapidly. Synthetic dyes are extensively used
in the textile industry. Research has shown that synthetic dyes are more susceptible to release harmful
chemicals that are cyctotoxic and carcinogenic in nature. Due to toxic and harmful effects of these
dyes, today many craftsmen have shifted towards using these eco-friendly dyes.

Dyes obtained from various natural sources have emerged as an important alternative against
synthetic dyes. Natural dyes are eco-friendly in nature. The primary advantage of these dyes is that
they are renewable, non- carcinogenic, non toxic and easily disposable. Natural dyes are antioxidant
and antimicrobial in nature; hence play an important role in neutralizing free radicals. Its antimicrobial
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ABSTRACT
Dyes derived from various natural sources are known as natural dyes. Natural dyes are eco-friendly in
nature. Synthetic dyes are more susceptible to release harmful chemicals that are cyctotoxic and carcinogenic
in nature. Due to harmful effects of synthetic dyes, interest has been growing rapidly towards eco-
friendly dyes. Nature has blessed us with many esteem varieties of dye yielding plants. Rosa Centifolia
is one of them. It was found that after being offering flowers to the deity, the valuable flower was being
immersed in the river. This uncontrolled release of floral waste affects our aquatic eco-system. The
present study deals with the extraction and application of natural dye from Rosa Centifolia. The dyeing
was carried out on pre-mordanted mulberry silk fabric. Further optimum conditions for dyeing were
evaluated. On the basis of result it was found that temperature also significantly influence the dyeing
process.

Key Words : Natural dye, Mordant

International Journal of Applied Home Science RESEARCH  ARTICLE
Volume 2 (7&8), July & August (2015) : 207-211 ISSN : 2394-1413
Received : 03.07.2015; Revised : 17.07.2015; Accepted : 22.07.2015


